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Test Method Unit Average Results
Density at 15°C ASTM D4052 ag/ml 0.851

Kinematic viscosity at 40°C ASTM D445 mm?/s 90.0

Kinematic viscosity at 100°C ASTM D445 mm?/s 14

Viscosity index ASTM D2270 160

B.N. (HCLO4 method) ASTM D2896 mg KOH/g 6.1

Pour point ASTM D6892 °C -36

Colour VISUAL BROWN

CCS viscosity at -25°C ASTM D5293 mPa.s 4900

Auiil] )y phaill s o 52ldia YU LiDlas] mlawsl) oS o Liilatial daled] ailasl] juis G Lidin

Aataill g eleasﬂ

1LT 4LT 5LT 20LT 60LT 200LT 1000LT

KHUEELL PETROKIMYA SAN. ve TiC. AS. =

Licence No: MY/ Q3671143126 % a e ? ®
Date: 260572020 FUEL @ @ 5 ross
—— EFFICIENCY — \&= &




