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Test Method Unit Average Results
Density at 15°C ASTM D4052 ag/mi 0.908

Kinematic viscosity at 40°C ASTM D445 mm?/s 367

Kinematic viscosity at 100°C ASTM D445 mm?/s 26.1

Viscosity index ASTM D2270 95

Pour point ASTM D6892 °C -15

Copper corrosion ASTM D130 1B

Flash Point COC ASTM D92 °C 215
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